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SUMMARY: The Scap and Detergent Association (SDA) recently
reported on a study of the removal of cooking-oil from cotton
terrycloth towels. This report relates to the) 1992 CPSC press
release advising consumers of the risk of spontaneous combustion
of towels socaked with vegetable cocking oils. The spontanecus
combustion was shown to occur even after conventional laundering.

The SDA study evaluated the effects of varying detergent,
wash water temperature, and pre-soak on the removal of cooking
oil from cotton terrycloth towels. A copy of the report is
attached. Generally, residual coocking oil remained after each of
the experimental conditions. The most beneficial effect was
found with a pre-socak. Evidence of the potential for combustion
was found. No further work is planned at this time.

The Consumer Product Safety Commission's new Apparel project
plans were briefly described by Ms. Neily, since CPSC will be
evaluating a new "standard" detergent for possible substitution
in several flammability standards for a now-unavailable
"'standard" detergent.
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September 30, 1996
The Soap and Detergent Association

Removal of Cooking Oil from Cotton Terry Cloth Towels

Introduction

On September 12, 1991, the Whirlpool Corporation presented a report to the United
States Consumer Product Safety Commission (CPSC) summarizing an investigation it had
performed into the spontaneous combustion of laundry. The company began this investigation
after a fire chief had informed Whirlpool of three fires over the previous two years resulting from
the combustion of freshly laundered terry cloth towels taken from dryers and left in piles.

- Whirlpool received samples of material from one of the incidents. Upon analysis, it was
determined that a sample contained 30%, by weight, of vegetable oil.

Whiripool then investigated the literature concerning combustion of oil and found that
some edible oils were known to spontaneously combust. Whirlpool contacted an outside
laboratory to perform modified Mackey tests for evaluation of self-combustibility. The test
involves heating a sample to 100°C and checking for increases in sample temperature over a
given period of time. These tests were run on terry cloth soaked with vegetable oil. In addition,
Whirlpool performed tests in its own laboratory to evaluate the combustibility hazard from
machine drying of oil-soaked fabrics. All tests showed self-heating or combustion of samples
soaked with vegetable oil. Towels made with synthetic fibers did not exhibit this phenomenon.

Whirlpool concluded that the effect was not due to mechanical defects in the washers or-

- dryers. The company also hypothesized that the occurrence of this phenomenon could increase
as consumers switch to vegetable oils for dietary reasons; household hot water temperature is
reduced to conserve energy; the use of cold and warm water wash cycles increases; and the
incomplete or reduced oil removal by detergents due to reformulation (1).

The CPSC then performed its own tests and issued a consumer advisory in January 1992
recommending the use of paper towels to clean up large cooking oil spills. The Commission
stated that normal laundering may not remove all of the oil. However, the Commission
acknowledged that use of paper towels is also hazardous and the CPSC recommended that the
paper towels should not be tightly packed in the trash container, nor should they be exposed to
heat sources such as sunlight, space heaters, ovens or stoves (2). The CPSC also asked that
affiliated industries investigate the phenomenon.

Historically, the SDA has recommended procedures for removing oily and greasy stains
from fabrics (3). However, the procedures were for removal of small amounts of oil for aesthetic
purposes, not to prevent spontaneous combustion of fabrics soaked with oil. The industry lacked
information documenting the amount of oil that might remain in the cloth after laundering.
Therefore, the Association set out to investigate the best methods for either complete rcmovai of
oil, or removal of enough oil to prevent spontaneous combustion of the laundry.

In a preliminary study, a terry cloth towel absorbed large amounts of oil, at least three
times its own weight. In addition, small amounts of oil (1 ounce) on a single towel were easily
removed. In the same experiments, it was also determined that weighing towels yielded the same
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results as extracting the oil from the towels and measuring the amount. SDA decided to perform
more experiments that would indicate whether detergent type (liquid or powder), presoaking, or
wash temperature would influence oil removal. It was decided that the washing should be
performed at high water hardness levels to simulate the most unfavorable laundering conditions.
In addition, two levels of oil (moderate and high) were administered to the wash bundles.

Materials and Methods
Materials

New terry cloth kitchen towels made of 100% cotton were used in the study (Fieldcrest

Cannon, Inc., Kannapolis, NC. #0 441300; color Br36 Berber Beige). Soybean oil (100%} and

_ prototype powder and liquid laundry detergents (as described in Table 1) were provided by The

Procter & Gamble Company, Cincinnati, OH. Soybean oil is the most widely used cooking oil
in the United States.

Test Conditions

All work was performed by United States Testing Company, Inc., Hoboken, NJ.
Individual towels were soaked with 6 fluid ounces of oil. Four or eight towels were used to
make up the towel subunits and to equal a total of 24 or 48 ounces of oil in each wash load. All
conditions were performed in triplicate. Additional clean towels were added to make a total
fabric weight of approximately 2.5 kg per bundle. Twelve wash conditions were used as listed in
Table 2: with or without presoak; at wash temperatures of 70°F, 100°F, or 130°F; using either
the liquid or powder detergent. Water hardness was set at 165 ppm calcium carbonate for the
wash cycle. Each wash condition listed in Table 2 was performed once with an additional bundle
that did not contain oil to control for background weight changes. All towels were line dried.

Determination of Residual Qil

Since fabric fibers are lost from new fabrics and oil removal was to be based on weight
measurement, all towels were washed a minimum of 5 times prior to use in any experiment to
achieve stable towel weight (= 0.5% change). Weights of individual towels were determined
prior to the experimental wash (prior to any presoak), for the four or eight oil-containing towels
subunits, and for the whole wash bundle. Similar weight determinations were made after the
towels had been laundered and dried. The percent residual oil (eRESID) and the percent
removal of oil (%REM) were calculated using the following formulae:

%RESID = _(fina] weight - original clean weight) (100)
final weight

%REM = _(original oiled weight - final weight) (100)

original oiled weight - original clean weight
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Determination of Flammability

In order to determine the flammability of laundered towels with residual oil, two
additional sets of four towels were loaded with 6 ounces of oil each for a total of 24 ounces of
oil. These towels were washed with either powder or liquid detergent at 100°F and water
hardness of 165 ppm calcium carbonate. One oiled towel was divided in half, with one half used
in the Mackey test. The other half and the remaining tawels were reserved for use in peroxide
value determinations following petroleum ether extraction.

Mackey test results (4) and peroxide values were also determined for fresh soybean oil
{used to load the laundered towels); two stored samples of soybean oil (opened and unopened);
and USP soybean oil (untreated and hot petroleum ether extracted). The peroxide values were
determined in accordance with the American Qil Chemists' Society (AOCS) method Cd 8-53 (5).

The Mackey test for spontaneous heating was performed following Federal Test Method
Standard No. 191 A (modified). The individual oils were tested by applying 14 g of oil to 7 g of
roiled cotton. The chamber was heated to approximately 208°F (98°C) and the temperature of
the sample was measured every 30 minutes for several hours. Any rise in temperature over the
ambient temperature (208 °F) is an indication that the test matenal has the potential for self
heating.

Results and Discussion

The laundering results are presented in Tables 3 to 11. The control wash results, in
Tables 3, 6, and 9, indicate that there were minor changes in the weights following laundering.
The wash loads with 24 and 48 ounces of added oil also showed variability in results due to the
variation in towel weights, variation in the exact amount of oil applied, and variation due to
uncontrollable factors inherent to the laundering process. Means for each measurement are
presented with the standard deviation for each measurement. The towel subunits (Tables 6-8)
represent eight towels for the controls and 48 ounce group, and four towels for the 24 ounce
group.

In all three types of measure (individual towels, towel subunit, bundle), the loading of
more oil to the wash generally resulted in higher values of residual oil (p<0.001). Only when
presoaked and washed at 130°F with a powder detergent was the 48 ounce value below the 24
ounce value. In no case did the wash loads with oil approach the change in percentage for the
control wash load. The percent of residual oil was lower for the bundles with 24 ounces of oil
(2%-5%) and slightly higher for the bundles with 48 ounces of oil (4%-8%). The individual
towels had residual percentages in the 6% to 9% range when 24 ounces of oil was applied, and
7% to 12% when 48 ounces of oil was applied. These individual towel values are reflected in the
ranges for the four and eight towel subunits where the percentage of residual oil in the wash
loads with 24 ounces of oil were in the 7% to 9% range, and the percentage of residual oil in the
towel subunits with 48 ounces of added oil was in the 7% to 15% range.

The bundles had 80% to 90% of the oil removed, while the oil soaked towels
(individually and grouped into four or eight towel subunits) had greater than 95% of the oil
removed. The percentage residual oil was 2% to 5% for the bundles. Comparing the individual
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towels to the towel subunits then to the whole bundle, the weight of residual oil in the bundle
cammot be explained only by the amount left on the oiled towels. While the amount of residual
oil on the towels can be added together to get the subunit residual weight, the subunit residual
weight does not account for the entire bundle residual weight. When 24 ounces of oil was added
10 a bundle, the bundle had 3 to 6 times the residual oil than that of the oil-soaked towel subunits.
In addition, the 48 ounce loading resulted in 2 to 3 times the residual in the bundle compared to
the subunit.

Detergent selection had only a marginal effect on residual oil levels (p=0.04), with the
liquid slightly outperforming the powder. However, this difference did not occur when
presoaking was performed. In almost all cases, the presoak values are lower than the values from
unsoaked wash loads (p<0.001). In addition, higher wash temperatures did not have a
statistically significant effect on residual oil levels (p=0.9). This was unexpected, and was
opposite to the effects on the control wash loads, which generally had lower, even negative
values for weight gain after laundering at higher temperatures.

In order to determine the effects that laundering would have on the flammability of the
oils, individual oils were analyzed. As indicated in Table 12, the peroxide values for the stored
unopened oil were the same as for the USP Soybean Oil. However, new oil had lower peroxide
values, and opened stored oil had higher values. All values were surpassed by the oil extracted
from the laundered towels. This indicates that the laundering and drying process oxidized the
oil. However, no studies exist that demonstrate how oxidation of the oil might affect the
potential for self-heating.

The Mackey test results indicated that all of the oil samples had the capability to self-
heat. The stored open oil exhibited the greatest increase in temperature above ambient
temperature; the new oil showed the least increase in temperature. Laundered towels with oil
also exhibited a potential for self-heating, as evidenced by a rise in temperature above the
ambient temperature. '

Conclusion

The results indicate that the best way to clean a heavily oiled towel is to presoak the
towel with detergent, then immediately wash the towel. This procedure will remove 97% of the
oil from the towels. However, laundered towels with this residual level of oil still have the
potential to exhibit the ability of self-heating, as do the vegetable oils handled in various ways.
Transfer of the oil during laundering to previously unoiled fabric can also occur.

The relevance of the Mackey test for spontaneous heating to laundered towels previously
soaked with oil is not clear. The test was developed to test the spontaneous combustion of oil
(6,7). Its only known application today is as a federal government test method (4) to determine
the tendency of cloth to undergo self-heating. There are apparently no studies demonstrating the
use of the test to study the self-heating of oil soaked towels that have been laundered. Further,
there have been no studies to show how the potential for self-heating, as measured by the
Mackey test, relates to the actual occurrence of combustion.
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Detergent formulations given as percentage of total

Ingredient

Anionic Surfactant
NaLAS
NaAES

Nonionic surfactant
Sodium carbonate
Sodium silicate, solids
Sodium suifate
Sodium citrate
Sodium fatty acids
Mono ethanolamine
Ethanol

Propane diol

Other hydrotrope (as needed)

Brightener
Perfume

Water (to balance)

Table 1

Liquid
9.0

8.0
5.0

4.0
3.0
2.0
1.5
3.0
3.0

61.5

Powder

10.5

35
40.0
10.0
30.0

6.0



Table 2

Conditions for the test of the effect of presoaking on the removal of cooking oil

Condition Presoak Wash Temperature (°F) Detergent
A No 70 Liquid
B No 100 Liquid
C No - 130 Liquid
D " Yes : 70 Liquid
E Yes 100 Liquid
F Yes 130 Liquid
G No 70 Powder
H No 100 Powder
I No 130 Powder
J Yes 70 Powder
K Yes - 100 Powder"
L

Yes 130 | Powder



00 | 0L 0'8092 - 0819z 1
0l _ 0°0¢ * 07652 07957 A
0l 0°bE 0°€957 0°625T f
0l 07z 0°L092 06292 i
01 01T L 0E19T 07657 H
0 0°8¢ 0852 0'¥¥ST D
0'0 0'C 0'68ST 0°L85T K
0l 002 06952 0°6¥5T q
00 00 09252 0°9257 a
0'0 0'¢ 00092 0°L652 0
0'0 0°€ 0'2952 0'655T g
01 | 0'61 06252 00152 Y

agueyy) WP g alueyd W3pM (8) 3 uoipuUo) YseA\
: WIPAL Apung [euld  WSPA djpung ued)

10 pappe 1noyim sajpunq Ut saBueyd 1Y3oM

£ 3qeL



1'¥9 F 9°8€1
7L F E8L
0zl F 048
76E F 9°LE
19 F €SI
€91 F 0'v6
1’21 F 9'6L
LYT F €99
1'67 F 958
0L F 9°66
71 F 9'501
0'v1 F €°€01

(@) 1O 1enpsay
1o W3PM

L's F 0'89
1'9 F 9°689
L1 F 9489
T F €189
L'S F €189
78 F 9789
7’1 F 0189
L'1 F 97089
Tl F 9689
b1 F 0°L89
'€l F €LL9
79 F 0'189

(8) 10 papro]
JO J3BPM

9°TF €S
80+ 0¢
CoOF e
#'1F0¢
CoFEd
o+ €€
SoFee
T1F9T
80Ff 0t
00F 0V
80F0v

COFEh

1'6 F 9°6L
't F 9'88
6'1F 9.8
L'S F 008
80 F 0'€8
¢TF o8
L'l F €88
€€ F 9°06
Ty F €6
z1F 958
I'TFEH8
TTF 058

1O [EnpIS3Y  PaAOWIY 11O

IIERNER

Jo adejuddsag

6'¢ ¥ 91592
865 F 0°1£9C
9Lt F 0'1292
gty ¥ 0'¥99¢
L'Ly F 01692
1L F0L0LT
9'¢1 F 0°819¢
9°6T F 9'0LST
1'6S + 0°L29C

L'S F £9£92
£'0C + £699C
Ty F 9692

(3) 3P
ajpung |euly

9°7S ¥ 0°L61E
9'LS F €THTE

LLF91Tee
891 ¥ 9°¢lte

08y F OLITE

#°69 + 9°66C€
11 F eelze
9'1 ¥ 0°L8IE
€1y F 0°95CE
I'11 F 9'tTte
87T F 0'IviE
£'1¢ F £'este

() w3
ajpung £iQ

06y + 0°€1ST
69y F 9°¢SST
T F o.hnmm
p8py -+ €975
1°0S F 9°6€8T
06v F 0°€19C
1'9¢ F €°8€5C
0°6€ ¥ €905
0°9¢ F €£°7LST
Tee F 9°9¢5T
€St F 9°€95¢C
L8y F €TLST

(3) 1yBrap
ajpung ues|d

|10 2[qe1adaa Jo sa0uno ping g Sululeluos »_,_mc_m:o s|3mo1 Jo sajpunq u1 saduey I

b 2qe

< o U A o O =

uopIpuo))
ysem



08 F 0vll
6v1 086
08 F 0¥l
6'¢ F 9°891
y st F €961
8'8¢ F 0°LIT
'y + 0911
¢'91 F 9401
9°L F+ 9°01!
6'01 F 9°661
g'tL F €10
6’7 F 0°191

(8) 1O 1enpisay
Jo m3pm

L's F €69
97 F £'19¢1
61 F £ bSEl
0 F 9°L9€]
£'88 F 9'91E!
Ty F £8LEl
7’9 F €£08€l
8L F O'1LEN
'L F € ILET
gL F eUEl
6°01 F 9°08€!
€76 F €96€1

(8) 1O papeo]
Jo 3Pm

CoT et

S0+ 9¢
g0FO0d
00+ 09
60F¢CL
v1F08
CoFEY
SOFEY
coFEd
¢oFoes
o F L
8'0F 09

[t0 [enpisay

TIEARER |

S0+ 916
60+ 9°C6
1 F9T6
S0F 9'L8
't F 948
¢+ E8
¢o0F 916
60F €6
¢0F €6
1 FE88
9'¢ ¥ 9°S8
1T 988

pasowdy 1O
Jo adejuanrad

1 F 0°199¢
87t F 0°S¥9T
L81 F 09T

9'8 F £°ShLT
1'61 F 9°1€LT
$'99 + 0'9LLT
8yl F €¥HoC
L'ty H‘ 0°199¢
v'8C F 0°€592

0'6 F 9°€69Z
przel F e0olLe
v6g + 0°sTie

@) mIPM
ajpung [euy

1'8 F €°016€
8'81 F £h16€
€€ F 9°L68E
'S F €hh6e
1'66 F 0'Z88¢E
6'8v F £°LE6E
9'2Z F 9°806¢€

'8y F £'LT6E

0'ze F 9'tlet
I F £°906E
9°€S + 9°668¢E
L8 F £096¢

(3) 1M
apung A0

L€t F 0°LYST
TSE F 0°LYST
t9t F €'ebST
0'8¢ F 9°9L6T
¢'g¢ F €'6€ST
¢'6€ + 0°65SC
8'LE T £RIST
£'0v ¥ £'9S5T
0°8¢ F £ThsT
Lo F 0'¥EST
L'6v F 0'60ST
9'91 F 0'+¥9SC

(3) B
ajpung uedl)

‘10 9|qe1282A JO §90UNO Pinyy g JuruleIuod A[euiSiio sjamo) Jo sa[pung uy sa3ueYDd 13N

§ 29elL,

< o O O W mw Qo =

uoypuo))
useM



(8 0'¢ 0°vey 0°LTY 1

0T 09 0'0tY 0°€TY b
0l 0§ 0'szy 0'0zP | f
00 0l 0'LYP 0'8bP I
01 | 0°€ 0'LTY 0'€ey H
0T 0'6 0'LEY 0°62P D
01 0T 0'L1¥ 0'SIp 4
0l 0s 0'0tY 0°STh q
0l 0t 0'TLy 0'61¥ a
0'¢ 0L 0'sTh | 0'61v o)
00 0l oSt 0'¥Th d
0l 0'C 0'¥Th 0'ezy v

afue) WA Wz a8ueyd wySA  (8) Judm dun jeuly () WEBPA NU UBAD  BORIPUDD YSBAA
|10 PApPE 1NoYIM SNUNqns [3mo) 313 ut sadueyd ySiom

 gaqey,



¢oF €eT
Y ¥ ¢t
Al IS A K4
79 F00¢
Le F 08¢
6'1 F 99T
9T+ 9IC
L'y ¥ 961
6'C F €6l
6'CF L0
6T F €SC
1 F 9t

(3) NO 1EnpIsNY
Jo WM

L'S F 0489
1'9 F 9°689
b1 F 0°589
1 F €189
L'S F 0189
0'8 F 0°€89
1 F 0189
L'l F 9089
60 T €89
b1 F 0189
0'€l F €'LLY
79 F 0189

(3) nO papeo]
Jo dmm

00F 08 00F0L6
60F €L 6'0F 996
00F0L 00F0L6
91 F+06 80 F 096
g0F 06 80F09%
coFos 00F096
60FEL 00FOLS
61 +99 ¢oF€ELe
60F99  SOFELS
g0FOL  SOFELS
g0F 08  SOFES
Tg0F98  SOTFEY

tO Ienpisay  PAAoWdy 10
FLIERAER | Jo adejuadiag

Tt F 050t
1'L ¥ 0°¢0¢
0L F 90¢

761 F £¢TE
10 F 9'91¢

€5 FeLIE
6'¢ F £70€
79 F 0667
8'9 F 9°H0¢
I'v F 0°20€
sb F OHIE
yeF E1IE

(3) yBM
nuq feuty

o'L F €596
9'8 F 0°0L6
'S F 9'896
1'91 F 9'186
€11 F 0°0L6
'€ F 9°€L6
e F €196
'7 F €09
67 F 9'896
60 F 9'896
¢'LL F 0°996
gL F 0°L96

(3) M3
nun A0

¢zt F 9°18T

€7l T 908T
1"1L F €482
p 1L F €v6T
0'tL F 0°68¢
0°ZL F 9°06T
6 1L F 9°08C
8 1L F 9°6LT
8'1L F £'68¢
9'1L ¥ 0'I8T
L1L F 9°88C
vyl F £7682

(3)
nun ued)

‘[10 2]qB1a84A JO $30UNC pIny $T Suineuos £|jeul3L0 SHUNGRS [9M0) XIS Ul sa8ueyo 1y3om

ELLA

m LU A W W O =

Y
uotnpuo)
yse M



1 FeLy LS F £¢9¢l
8y F 99 9'C F £L9€1
'€l F 9'Lg 5’61 F €bSel
7T F 068 0'0 F 0'89¢l
1'¢€ F9°16 5'€S F 9°91p1
8LF 6L St F 06LEL
Sy F €Ly 7’9 F £'08¢€1
€0 F €Lb 8L F 01LET
8'L F 08¢ ¢'LF EILEl
L'c F 988 8L F €TLEl
0¢l F €69 I'11 F £98¢1
b've F €28 cIe T €'96€1
(3) 1o 1enpisay  (3) O papeo]
Jo 3pm 3o B

00F08
o+ 9L
T+ 09
CoF €6
AR R4
1T 911
§'0 F 9L
60F9L
60+ 96
S0F 96

Lo

s F ot

110 [enpisay

IERRER

S0+ 996
S0 F €96
1 F¢ELe
00F 096
6’1 F9'¢6
¢+ 96
¢0F 996
¢'0 F 996
¢0F 9°¢6
¢'0F 96
60 F £°66
PeF EY6

pasouwisy 110
Jo aduwjuadrag

6'C ¥ 0¢I9
- L€ F 97609
6'¢F ETI9
91 F 0199
€S+ 99
y'SF o
€€t FOvI9

917 F 9°619

01t F9v19
e+ L9
9°ce F 9°9¢9
9'¢l +0°1€9

(8) 1y
Nnup) jeuyy

6'S + €1¢€61
6t ¥ 9°0¢61
'S ¥ 9°8t6l
'St F 9'6v61
I'1z ¥ £°LS6!
v'8 F 9'8¥6!
TSt F 0'LE6l
61T F 0'ev6l
0L F 0'8t6!1
081 ¥ €71£61
961 F 0°8561
¥l F 961

(3) 1M
nuq) A0

L'eL ¥ 089§
8°€L F €96
I'vL F 9°¥LS
6'¢L F 0788
PEL F 0 1S
L'EL F 0°0LS
€€L F 9'99¢
TeL F E£US
TeL F €958
8°¢L F €8S
I'€L F 9°1LS
029 “_u £8YS

(3) mBram
nupn uead]n

‘1o apqeradaa jo saouno ping gp Suiureiuoa £jjewidiio siungns jamo) 1Yo ur sadueyd wd1ap

8 2qe,

(- N G T T £ 3 R £ S 4o I o

A4

uopIpuo)
usem



o+ 10 I'o+ 10 €1+ ST L'TF9T 1
1o+ ¥l 10 F 80 0'1 F €U LTF 1L p |
1'0F 90 To0F +0 €1 F L'eL 81 F L r
CoF ot ToF Lo 1 F6EL 0CTFLYL 1
€0+ 90 Co0F vo 1'0 F 6'0L LoFsoL H
ALV I S 0 F 01 CoF 8L 1o+ 8°1L D
LTF VI 61 F 80 CrLFrIe IF 6T 4
gCTF TO g1 F 1o 1 F S0L 80 F 90L g
1'0 ¥ 90 1’0 F ¥0 p1F 80L 80 F €0L S a
Lo1F6'Y o1+ LY o1 F ¥l 0 F L'69 D
¢'1F90 ' F 0 01T F 1oL ToOFS0L |
€0 F ¥o ToF €0 £0F90L T0F 0L v
23uey) ydaA Juadlag | aduey) 3P 3 &) UOPPUOY) YSBAL

W3 PAOY [BUL]  IYSPAL [PM0], B3l
‘110 P3PPE INOYIIM S[aMO) [ENPIAIPUIL JO JYSiom 2TRIAY

6 2198,



CoF8s
't F¢6°¢
01 +6v
6’1 F9°L
01 +0L
0+ 99
o+ ¢¢
['1+0¢
R0OF LY
roF 19
Lo+ 79
6’1 F6¢

(3) O 1enp1say

30 WEPM

L'EF 01L]
T8 F Ll
SLF I'ILl
Ty + 81L!
6°C F 1°0L1
0L F LoL!
€T F 1°0L1
9°¢ F T0LI
£v F 9691
801 F L71LI
0'€l F 769!
oct F Z'oLl

(3) 10 papeo]
Jo ydom

90 F 9L
A Bk S AY2
T1¥¢9
1'e+ +'6
80+ 88
L'o¥csg
SoFTL
€1+ L9
60+FC9
90F 6L
60F 6L
Ct+¢9

1O [enpisay

FIERRER

70 ¥ 9'96
9'0 F 8°96
S0 F 0°L6

't + ¢¢6

90 F 8°S6
o0+ 196
€0 F 896
9°0 F 0'L6
PO F 1°L6
£0F ¥96
0 F T9
T1F0L6

pasoway 10
Jo aldeyuadaag

LOF 1'9L

9T F oL
TTF6'sL
0c+ 1'I8
0'SF 6L
€1 FT6L
8°0F9¢6L
v FOosL
6’1 F 19L
90 F S9L
9'1T F£8L
L'TF €9

(3) m3pm
_Q_sc.—. jeuly

L'eF €I
T8 F O
L'LF 17T
8¢ F €64
v'9 F Tt
8'9 F y'evt
£€CF TOIC

9°¢F 1°0bT

St F 6°0¥C

801 F I'tht
oyl F v IvT
6Tl F91¥C

(3) 3M

PO, K10

6'CF €0L
zveF oL
EEFOIL
¢t F peEL
reFTu
L1 FoIL
€1 F 1oL
v'1 F 669
PUFEIL
b1 T poL
PIF I
LOF ¥IL
(8) W3

oMoy, uea)

‘|10 a]qe1adaa Jo saouno piny pz Sutureiuod AyjeuidLio sjamo) jenpiatpu c__ sadueyd 1y3am

01 21q8},

m U O W o QO T

v

ueIpuo)
HsEM



£0F 8¢
90F LS
o+ LS
o+ 8L
L0F S8
60F T6
90F 6'¢
I LS
AR e S AV
C1F €L
L1TFO08
PoFTL

(3) 1O 1enpisay

30 WaPM

'8 F y0LI
'8 F 9°0LI
€9 F poLl
I8 F 60LI
Z01 F LILI
€8 F ¢l
09 F 57t
L'LF €Ll
REXAN
011 F §1L1
1 F ZELl
89 F L°0L!

(3) 1O papeo]
Jo s

E0F 9L
80 F 9L
90 F S'L
LOF L6
80F L0l
' F 11
coFLL
S1FvL
gr+cee
61 F v'6
9T F66
o+ 6

RO [enplsay
IEASER |

70+ €96
¥'0 F 996
£0F S99

AV AN

6’0 F 0'56
9'0 F $'b6
¥'0 F 596
L0 F 996
60 F L'S6
60 F L'S6
0’1 F €56
70 F L'S6

paicuy 1O
Jo adejddiag

L0F 69L
e+ o
60F poL
¢z F908
y1F 16l
cTFsos
TEF LI
TeEFTLL
9l F L'IL
gTFILL
£y ¥ v6L
1 FOLL

(3) mBram
[Pmo, jeuly

L'8 F ¥ 1¥T
U8 F 01ve
$9F 01t
£'8 F L'EVT
1'01 ¥ T'Tve
¢'g F ¢evt

89 F €'EeVT

¢'8 F 8Tyt
7’8 F 6'0vC
811 F €19
T F LT
69 F S'OVT

(3) M
Pao, 4110

LTFOLL
6'1F p0L
0T F 90L
TTF LU
REX
0TFCIL
¥'Z F 8'0L
YTF CIL
LT €69

. 9T T 869

9T F #IL
'L ¥ L'69

(8) B0
[aMo], ued|d

‘|10 2jqe1adaa Jo sasuno piny gy Sutneiwod Ajjewi3Uo sjamol [enpratpul ul sadueyd IYSIoM

T 3qeL

o2 U O w9 m

v

uoppuo)
yseM



Table 12

Peroxide values for oil samples - each value is the result of a single test
(milli-equivalents of peroxide/1000 grams sample)

After Cold After Hot
Petroleum Ether Petroleum Ether
Unmodified Extraction Extraction
"1 Stored 70.17 ' 73.35 -
Opened oil 71.64 : 75.61 -
Stored 14.83 13.96 -
Unopened 13,96 12.52 -
New P&G 2.30 1.49 -
Soybean oil 2.19 1.70 -
usp 15.25 - 15.50
Soybean oil 15.15 - 15.37
Oil extracted from powder *
| Detergent washed towels
“Oil extracted from liquid 947.7
Detergent washed towels _ 988.1

*Due to apparent interferences, values not obtained.



Table 13

Mackey test resulss for stored opened oil

! Trial | Trial 11
Starting Chamber Temp: 208°F Starting Chamber Temp: 208° F
Starting Time | Temperature (°F) Starting Time Temperature (°F)

[0 116 0 104
0.5 hours 180 0.5 hours 191
1.0 hours 200 1.0 hours 203

11 1.5 hours 207 1.5 hours 207

2.0 hours 208 2.0 hours 208

“2.5 hours 208 “ 2.5 hours ' 208

" 3.0 hours 209 “ 3.0 hours 208

II 3.5hours 209 || 3.5 hours 208

| 4.0 hours 210 “ 4.0 hours 209
4.5 hours 210 " 4.5 hours 209
5.0 hours 212 5.0 hours 209

| 5.5 hours 214 5.5hours 210

“ _ h 6.0 hours 212

|| " 6.5 hours 215

“ “ 7.0 hours 220

6° rise over ambient ' 12° rise over ambient



Tahle 14

Mackey test resuits for stored unopened coniainer

Trial | Trial 11 Trial 11
" Chamber Temp: 208° F Chamber Temp: 209° F Chamber Temp: 209° F
| Starting Temp. Starting Temp. Starting Temp.
Time ‘(°F) Time °F) Time (°F)
0 112 0 115 0 100
0.5 hours 186 0.5 hours 178 0.5 hours 184
1.0 hours 202 1.0 hours 198 1.0 hours 200
1.5 hours 207 1.5 hours 204 1.5 hours 206
2.0 hours 208 2.0 hours 204 2.0 hours 208
2.5 hours 208 r 2.5 hours 206 2.5 hours 208
113.0 hours 209 | 3.0 hours 206 |3.0 hours 208
“ 3.5 hours 209 3.5 hours 206 3.5 hours 209
“4.0 hours 209 4.0 hours 207 4.0 hours 210
“ 4.5 hours 210 4.5 hours 207 4.5 hours 210
5.0 hours 210 | 5.0 hours 210
“ 5.5 hours 210
H 6.0 hours 210
H 6.5 hours 211
“ I 7.0 hours 211

2° rise over ambient No rise over ambient 2° rise over ambient



Table 15

Mackey test results for new P&G soybean oil, 100%

Triai | Trial Il Triﬁll

Chamber Temp: 209° F Chamber Temp: 206° F Chamber Temp: 208° F

| Sta_rting Temp. Sta.rting Temp. Sta_rting Temp.
Time °F) Time (°F Time °F)
0 106 0 106 0 120
0.5 180 0.5 192 0.5 198
1.0 200 1.0 203 1.0 207
1.5 204 1.5 206 1.5 208
2.0 205 |20 207 |20 208
" 2.5 206 2.5 208 2.5 208
“ 3.0 206 3.0 208 3.0 208
“ 35 206 3.5 208 3.5 208
{4.0 206 |40 208 [4.0 209
“ 4.5 208 14.5 208 4.5 209
ll 5.0 209 5.0 208 5.0 209
“ 5.5 210 5.5 208 5.5 209
“ 6.0 6.0 209
H 6.5 210
T :

1° rise over ambient

2° rise over ambient

2° rise over ambient




Table 16

Mackey test results for towels loaded with oil and washed with liquid detergent

Trial I l Trial II
Starting Chamber Temp: 208° F ’l Starting Chamber Temp: 206° F
‘ l Starting Time Temperature (°F) Starting Time " Temperature (°F)

0 124 = 0 130 |
0.5 hours 188 0.5 hours 181

1.0 hours 202 1.0 hours 200

1.5 hours 206 1.5 hours 206

2.0 hours 208 2.0 hours 208

2.5 hours 212 2.5 hours 211

3.0 hours 214 3.0 hours . 214

3.5 hours 212 3.5 hours 214
{[4.0 hours 210 4.0 nours 212

4.5 hours 210 “ 4.5 hours _ 210

5.0 hours : 209 'F 5.0 hours 210

5.5 hours 208 |[5.5 hours 208
l60hours 208 6.0 hours 208

6° rise over ambient 8° rise over ambient



Table 17

Mackey test results for towels loaded with oil and washed with powder detergent

Trial I Trial II
Starting Chamber Temp: 206° F Starting Chamber Temp: 206° F
Starting Time Temperature Starting Time Temperature
0 118 0 120
0.5 hours 176 0.5 hours 192
1.0 hours 198 1.0 hours 204
1.5 hours 204 1.5 hours 208
2.0 hours 208 2.0 hours 209
2.5 hours 209 2.5 hours 214
113.0 hours 215 3.0 hours 215
3.5 hours 220 3.5 hours 213
" 4.0 hours 216 " 4.0 hours 212
" 4.5 hours 212 | 4.5 hours 210
" 5.0 hours __ 211 5.0 hours 208

14° rise over ambient

9° rise over ambient




United States Testing Company, Inc.

1415 PARK AVENUE « HOBOKEN. NEW JERSEY 07030 + 201-792:2400 Fax: 201-656-0636

REPORT OF TEST
January 27, 1994

CLIENT: Soap & Detergent Association PROJECT NO: 058848
475 Park Avenue South FINAL REPORT
New York, NY 10016 REVISED: 06/09/94

Attention: Dr. David Neun

BUBJECT:

Sample of 100% refined Soybean 0il received from Proctor & Gamble on
September 8, 1993. Also tested was retained opened and uncpened
previously submitted, tested and stored Soybean 0il. Additionally a
fresh sample of USP Grade Soybean 0il was purchased by U.S. Testing
Company for testing.

AUTHORIZATION:

Client’s Fax dated August 23, 1993. -

PURFOSBE:

The purpose of the test program was two fold. An examination and
evaluation of the new and stored oil (A) with respect to the peroxide
value (an indication of oil oxidation} and (B) self heating potential
via a Mackey Test and to evaluate the self heating potential of towels
(A) treated with the oil and (B) after treatment, washing and air
drying via the Mackey Test.

TEST DATES:

October 19, 1993 to January 25, 1994.

PREPARED BY S8IGNED FOR THE COMPANY BY

3 . ﬁ
Page 1 of 10 Bernardita Santos seph iatkowski
db Laboratory Supervisor s t Vice President

@sas Wember of #w 5GS Group (Socsiid Gérdrale de Survedance)

. Biology - Chemistry . Environmental . Materials . Facilities in Principal Cities .
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United States Testing Company, Inc.

CLIENT: Soap & Detergent Association PROJECT NO: 058848

DATE: 01/27/94
FINAL REPORT

REVISED: 06/09/94

PROCEDURES?:

The test program was conducted in various steps.

X.

1I.

III.

The different oils were evaluated, as received or as purchased,
for Peroxide value in accordance with the American 0il Chemists
Society (AOCS) Method CD 8-53.

The stored oils (opened container and unopened container), and the
new P&C oil were then extracted with petroleum ether (cold). The
ether was then evaporated and the oil residue again evaluated for
peroxide value to see if extraction with the ether would affect

the oil.

The sample of USP Soybean 0il was heated at reflux temperature
with petroleum ether for six hours after which the ether was
evaporated. The residue oil was analyzed for peroxide value to
determine what affect, if any, a hot extraction would have on the
oil. This was performed to establish a baseline for the latter
extractions conducted on oil soaked, washed and dried towels.

The P&G New Soybean 0il and the two stored oils were also
evaluated for their potential for spontaneous heating via the
Mackey Test per Federal Test Method Standard 191A Method 5920
(Modified). This test monitors the temperature of the test sample
while being subjected to a relatively constant temperature in a
chamber surrounded by steam. A rise of the sample temperature
above the ambient starting chamber temperature is normally
considered indication of the potential for spontaneous heating.

In an effort to determine the effect of washing on towels
containing the oil the following evaluations were also conducted:

. Three hand towels were cut in half. Approximately 71 grams
of 0il were added to each piece of towel, after which three
pieces of towels were placed into each of two clean loads of
ballast towels.

. An additional 220 grams of oil was added (110 grams each) to
two whole towels. One of which was added to each of the
ballart loads.

L Both loads were allowed to set for 30 minutes prior to
washing.

Tarma 7 mFf 10



United States Testing Company, Inc.

CLIENT: Soap & Detergent Association PROJECT NO: 058848

DATE: 01/27/94
FINAL REPORT

REVISED: 06/09/94
REBULTS:

T. Peroxide value, of the various oils in milli-equivalents of
peroxide/1000 grams of sample.

After Cold After Hot
Petroleum Patroleum
Ether Ether
As Is Extraction Extraction
Stored ) 70.17 73.35 -
Stored 14.83 13.96 -
Uncpened 0il 13.96 12.52 -
New PLG 2.30 1.49 -
Soybean 0il 2.19 1.70 -
Usp 15.25 - 15.50
Soybean 0il 15.15 - 15.37

By definition (AOCS) the peroxide value "method determines all
substances, in terms of milli-equivalents of peroxide per 1000 grams of
sample, which oxidize potassium iodide under the conditions of the
test. These are generally to  be peroxides or other similar products of
fat oxidation®.

The value increases as the o0il is oxidized.

II. Peroxide value of oils extracted from washed towels in milli
equivalents of peroxide/1000 grams of sample.

Tri=al 2 Trial 2
0il Extracted From Powder * *-
Detergent Washed Towels
0il Extracted From Licuid 947.7 988.1

Detergent Washed Towels

*Due to apparent interferences, value not obtained.

Tarmn A ~nF¥ 10



United States Testing Company, Inc.

CLIENT: Soap & Detergent Association PROJECT NO: 058848
DATE: 01/27/94

FINAL REPORT
REVISED: 06/09/94

PROCEDURES (CONT’D):

The loads were washed as follows:

Wash #1 - Warm water {100°F)

Load - 165 ppm water hardness as calcium carbonate
6 1lb. wash load
Powder detergent, 97 grams/load (previously submitted by
SDA) |

Wash #2 Warm water (100°F)

Load - 165 ppm water hardness as calcium carbonate
6 1b. wash load
Liquid detergent, 124 grams/load (previously submitted
by SDA)

After washing, both loads were air dried.

Following the drying, two sections from the half towels of each of the
wash loads were subjected to the Mackey Test.

The remaining half and full size oil treated towels were subjected to

soxhlet extraction with petroleum ether to remove any residual soybean
oil.

After extraction and evaporation of the residual ether, the residue
(0il) was analyzed for peroxide value, to determine what effect if any
the detergent-washing and drying might have on the oils.

o T ~F 1N



United States Testing Company, Inc.

CLIENT: Soap & Detergent Association

III. Mackey Test

PROJECT NO: 058848

DATE: 01/27/94

FINAL REPORT

S8tored Orvened 0Oi

REVISED: 06/09/94

Trial I

|

Trial II

starting Chamber Temp: 208°F

Starting Chamber Temp: 208°F

starting Time Temperature gtarting Time Temperature

||o 116° 0 - 104°
“ .5 hours 180° .5 hours 191°
Ill.o hours 200° 1.0 hours 203°
l 1.5 hours 207° 1.5 hours 207°
Hz.o hours 208° ] 2.0 nhours 208°
"2.5 hours 208° |2.5 hours - 208°
H 3.0 hours 209° I 3.0 hours 208°
us.s hours 209° I-a.s hours 208°
H 4.0 hours 210° I 4.0 hours 209°
H4.5 hours 210° |4.5 hours 209°
HS.O hours 212° ‘ 5.0 hours 209°
u's.s hours 214° I 5.5 hours 210°
I l 6.0 hours 212°
“ l 6.5 hours 215°
n o I 7.0 hours 220°
6° rise over ambient 12° rise over ambient
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United States Testing Company, Inc.

CLIENT: Socap & Detergent Association PROJECT NO: 058848
DATE: 01/27/94
FINAL REPORT
REVISED: 06/09/94
Stored Unopened Container
H " Trial I Trial IIX - Trail IIX
“ Chamber Temp: 208°F Chamber Temp: 208°F cﬁamber Temp: 209°*F
H Btarting Tenp. gstarting Temp. Starting Temp.
Time Time Time
Ilo 112° 115° 0 100°
ﬂ 0.5 hours 186° 0.5 hours 178° 0.5 hours 184°
"1 0 hours 202° 1.0 hours 198° 1.0 hours 200°
ﬁ 1.5 hours 207° 5 hours 204° 1.5 hours 206°
lz 0 hours .208° 0 hours 204° 2.0 hours 208°
2.5 hours 208° 2.5 hours 206° 2.5 hours 208°
3.0 hours 209° 3.0 hours 206° 0 hours 208°
3.5 hours 209° 3.5 hours 206° 3.5 hours 209°
4.0 hours 209° 4.0 hours 207° 4.0 hours 210°
4.5 hours 210° 4.5 hours 207° 4.5 hours 210°¢
5.0 hours 210° 5.0 hours 210°
5.5 hours 210°
6.0 hours 2107
6.5 hours 211°
1 ] 7.0 hours 211°

2° rise over ambient

No rise over ambient

Dares A ~nfF 1N
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United States Testing Company, Inc.

CLIENT: Soap & Detergent Association . PROJECT NO: 058848

DATE: 01/27/94
FINAL REPORT
REVISED: 06/09/94

Towels Loaded With 01l And Wwashed With Liquid Detergent

]

Trial I Trial II
H S8tarting Chamber Temp: 208°F starting Chamber Temp: 206°F
ﬂ starting Time Temperature gtarting Time Temperature
{o 124° fo . 130°
ﬁ 0.5 hours 188° 0.5 hours 181°
H 1.0 hours 202° 1.0 hours 200°
‘ 1.5 hours 206° 1.5 hours 206°
Hz.o hours 208° 2.0 hours 208°
iz.s hours 212° 2.5 hours : 211°
3.0 hours 214° § 3.0 hours : 214°
IB.S hours 212° l3.5 hours 214°
4.0 hours 210° F4.0 hours 212°
I 4.5 hours 210° 4.5 hours 210°
l 5.0 hours 209° 5.0 hours 210°
ﬂ 5.5 hours 208° 5.5 hours 208°
I 6.0 hours __208° 6.0 hours 208°

6° rise over ambient

8°® rise over ambient

Page 8 of 10



United States Testing Company, Inc.

CLIENT: Soap & Detergent Association PROJECT NO: 058848
DATE: 01/27/94

FINAL REPORT
REVISED: 06/09/94

New PEG soybean 011, 100%

'a Tti&l?;_ u ‘Trial II ' rrail IIX
“ Chamber Temp: 209°F Chamber Temp: 206°F Chamber Temp: 208°F
i Starting Temp. Starting - Temp. Starting Temp.
Time Time Time

l 0 106° ) ~ 106° 0 120°
0.5 180° | 0.5 192° 0.5 198°
1.0 200" 1.0 203° 1.0 ' 207°

1.5 204° 1.5 | 206° 1.5 208°

HZ.O_ 205° 2.0 207° 2.0 208°

HZ.S 205° 2.5 208° 2.5 208°

Iz.o 206° 3.0 208° 3.0 208°

l3.5 206° 3.5 208° 3.5 208° 1

|4.0 206° 4.0 208° 4.0 209°

‘ld.s 206° 4.5 208° 4.5 209°

lS.D 208" 5.0 ) 208° 5.0 209¢°

ls.s 209° 5.5 208° 5.5 209°

6.0 210° ' 6.0 209°

ﬂ 210°

ﬂ 7.0 210°

1° rise cover ambient 2° rise over ambient 2° rise over ambient

Page 7 of 10
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‘United States Testing Company, Inc.

CLIENT: Soap & Detergent Association

PROJECT NO: 058848
DATE: 01/27/94

FINAL REPORT
REVISED: 06/09/94

Towels loaded With 0i) And Washed With Powered Detergent

ﬂ Trial I Trial II

H Btarting Chamber Temp: 206°F gtarting Chamber Temp: 206°F
H gtarting Time Temperature f starting Time Temperature
ﬂ 0 118° 0 120°
FI0.5 hours 176‘. 0.5 hours 192°

4 1.0 hours 198° 1.0 hours 204°

' 1.5 hours 204° 1.5 hours 208°

! 2.0 hours 208° § 2.0 hours 209°
I2.5 hours 209° l 2.5 hours 214°
l3.0 hours 215° “ 3.0 hours 215°
l3.5 hours 220° I 3:5 hours 213°
l4.o hours 216° l4.o hours ’ 212°
l4.5 hours 212° '4.5 hours 210°
ﬂs.o hours 211 l 5.0 hours 208°

14° rise over ambient

9° rise over ambient

Page 9 of 10




United States Testing Company, Inc.

CLIENT: Soap & Detergent Association PROJECT NO: 058848
DATE: 01/27/94

FINAL REPORT
REVISED: 06/09/94

CORCLUSIONS & COMMENTS:

2As indicated in the results, neither cold nor hot petroleum ether
extractions appear to cause any marked or increase in the peroxide
values of the oils. However, a noticeable difference is seen in the
old stored oil versus the new.

Most notable however, is the apparent peroxide values of the oil
extracted from the washed towel. Con51derable oxidation appears to
have occurred.

The results of the Mackey Tests are also indication of apparent
significant temperature rises in the towels which were oil loaded,
washed and dried.

Further study would be reguired to determine statistically the validity
of the results, and the effects of various loading and/or wash
conditions.

Page 10 of 10



